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PROLUCT BULLETTIH K-SPRAY BULLETIN NO: J-5506
e DRYVALL ACCZSSORY CEILING TEXTURE DATE: 2-12-74
' PRODUCTS TEST BATCH PAGE: lof 1
APFROVALS: ~ PRODUCING PLANT CANCELS:
Szattla & Sawbe—Ana DATE:
BULLETI ’ ~ DESCRIPTION ) A POUNDS G LLONE
442 Tale - «_|_30.01 600
jfﬁ'ﬂi | e awaypen ¢ | 0.0 600
446 Titanium Pigment & 2,50 © 50
056 Wyogel Clay ‘ - 2.50 50
040 Asbestos 7-D-1 | ) " 5,01 100
187 Clay Hydrite MP “"1 15,01 300
“441 | Clay Sno Cal 50 « | 10,01 200
154 Bone Glue .50 10
084, Casein : i 1,00 20
025 Ammonium Oxalate l' .20 s
026 Amronium Penta Borate v .25 5
506 Zine Oxide | - L05_ 1
216 | Hydrated Lime I .05 1
245 Thickener M/C 228 .30 6
074 Burnt Umber ’ e 2 _ounces
453 Preservetive Tom 75 - 10 2 L
324 Styrene Acgrecate ! 2,50 50
282 Ddor Mask - - 2 ounces
. TQTAL 100,80 1999, 26
MANUFACTURING INSTEUCTIONS: . 56 bags
‘1. See Prc;cess Bulletin Nao, J-4. -
2. Dry blend for a minimum of 20 minutes,
3. Package 32 1bs. minizum per bag. _
(UALITY CONTTOL: - 4N 0 3S
TM-1B Viscosity, cc per 1CO gm to give 185 to 210 ce
S dlv & dismeter patty
TM-3A Bond ' _ Equal to Standard
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